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HANA GODUSOVA
LERMONTOVOVA 911/3 BRATISLAVA PO:811 05 SLOVAKIA

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Fabric (500D PVC COATED POLYESTER FABRIC)

Sample Color : (A)Grey
End Use : (A)For Website

Sample Receiving Date : Mar 16, 2026
Testing Period : Mar 16, 2026 - Mar 19, 2026
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Conclusion A Remark
Colour Fastness To Light PASS

Remark(s) : PASS=Meet Client's Requirement

Signed for and on behalf of
 

SGS-CSTC Standards Technical Services Co., Ltd. Hangzhou Branch
 

     
    

    
     

jack-yl_zhang(Account Executive)
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Test Result

Colour Fastness To Light

(ISO 105-B02:2014;Method 2 (Modified), use Xenon arc lamp, Exposure Cycle: A1, no flip-flop mode was used)

Comparison up to blue wool reference 5
- Unit A Requirement

Grade(B.W.S) - 5 Min.5

Sample Photo

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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